
Metal concentrations in tailings
S1A	49.43	45.92	60.76	21.8	49.43	45.92	60.76	21.8	Arsenic, As	Cadmium, Cd	Copper, Cu	Lead, Pb	Zinc, Zn	175.09	1371.75	4547.34	370.48	S1B	15.37	55.84	58.55	52.39	15.37	55.84	58.55	52.39	Arsenic, As	Cadmium, Cd	Copper, Cu	Lead, Pb	Zinc, Zn	36.630000000000003	1173.57	2137.69	1441.34	S2	51.84	14.52	66.540000000000006	63.83	39.659999999999997	51.84	14.52	66.540000000000006	63.83	39.659999999999997	Arsenic, As	Cadmium, Cd	Copper, Cu	Lead, Pb	Zinc, Zn	168.59	32.159999999999997	2946.56	4813.41	1345.65	S3	14.27	33.549999999999997	131.81	95.06	14.27	33.549999999999997	131.81	95.06	Arsenic, As	Cadmium, Cd	Copper, Cu	Lead, Pb	Zinc, Zn	29.13	468.85	10654.79	7427.28	S4A	167.64	15.48	48.42	326.42	107.65	167.64	15.48	48.42	326.42	107.65	Arsenic, As	Cadmium, Cd	Copper, Cu	Lead, Pb	Zinc, Zn	352.6	25.22	639.13	26128.35	6089.66	S4B	56.28	15.9	27.16	68.59	53.36	56.28	15.9	27.16	68.59	53.36	Arsenic, As	Cadmium, Cd	Copper, Cu	Lead, Pb	Zinc, Zn	287.39	31.21	256.36	4955.76	2318.83	S5	74.040000000000006	15.63	23.69	91.59	81.849999999999994	74.040000000000006	15.63	23.69	91.59	81.849999999999994	Arsenic, As	Cadmium, Cd	Copper, Cu	Lead, Pb	Zinc, Zn	204.13	39.17	97.51	8488.59	5320.65	
Concentration (mg/Kg)
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