Fig. 6 Fluorescent and dark-field microscopy images (60×) for ARPE-19 cells treated with P25 (A), un-aged AlĲOH)3·TiO2 ENM (B) and Al(OH)3·TiO2
ENM aged in SPW for 1 day (C), 3 days (D), 10 days (E), and 14 days (F). ENM appear white, mitochondria appear green (GFP), cell membrane appears
red (CMO), and nuclei appear blue (DAPI). Images A–F show that internalized ENM are co-localized with the mitochondria and endoplasmic
reticulum. ENM do not appear to enter the nuclei.
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